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MFL Tank Inspection
 
Qualitest Canada provides MFL Tank Inspection 
Canada including Vancouver, Surrey, Langley, 
Kitimat, Dawson Creek, Kelowna, Kamloops, Edmonton, Calgary, Red Deer, Peace 
River, Grande Prairie, Fort McMurray, Regina, Saskatoon etc…

Qualitest Canada provides the top notch technical and testing solution to the Tank
Inspection projects. Our highly experienced technicians will perform the floor scanning 
and issue a detailed scan report which will be easy to understand by any individuals 
knows about the tanks. 

Tank floor MFL scanning is a non
thorough and complete inspection of the storage tank floors and walls. A strong 
magnetic field is used to detect pitting and corrosion in carbon plates on both top and 
bottom surfaces. This magnetic field is created by strong m
the carbon steel floors. The magnetic field leaks from the steel where there is pitting or 
corrosion and a sensor alerts the technician to pay more attention to those locations.

 
Contact us admin@qualitests.com
 
 
Alberta: 702 - 23rd Ave Nisku, AB
 
BC: 112, 13085 115Ave, Surrey, BC
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MFL Tank Inspection 

MFL Tank Inspection services throughout the 
Canada including Vancouver, Surrey, Langley, Richmond, Delta, Burnaby, Victoria, 
Kitimat, Dawson Creek, Kelowna, Kamloops, Edmonton, Calgary, Red Deer, Peace 
River, Grande Prairie, Fort McMurray, Regina, Saskatoon etc… 

ualitest Canada provides the top notch technical and testing solution to the Tank
Inspection projects. Our highly experienced technicians will perform the floor scanning 
and issue a detailed scan report which will be easy to understand by any individuals 

Tank floor MFL scanning is a non-destructive testing method that generates a more 
thorough and complete inspection of the storage tank floors and walls. A strong 
magnetic field is used to detect pitting and corrosion in carbon plates on both top and 
bottom surfaces. This magnetic field is created by strong magnets in close proximity to 
the carbon steel floors. The magnetic field leaks from the steel where there is pitting or 
corrosion and a sensor alerts the technician to pay more attention to those locations.

admin@qualitests.com today to get a quote. 

Nisku, AB, T9E 7Y6, Canada, (780) 851-2020 

Surrey, BC V3R 0C3, Canada, (778) 381-7376
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Richmond, Delta, Burnaby, Victoria, 

Kitimat, Dawson Creek, Kelowna, Kamloops, Edmonton, Calgary, Red Deer, Peace 

ualitest Canada provides the top notch technical and testing solution to the Tank Floor 
Inspection projects. Our highly experienced technicians will perform the floor scanning 
and issue a detailed scan report which will be easy to understand by any individuals 

method that generates a more 
thorough and complete inspection of the storage tank floors and walls. A strong 
magnetic field is used to detect pitting and corrosion in carbon plates on both top and 

agnets in close proximity to 
the carbon steel floors. The magnetic field leaks from the steel where there is pitting or 
corrosion and a sensor alerts the technician to pay more attention to those locations. 
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